Inspectorate America

33 Rigby Road
South Pertland, Maine 04106
(207)767-1711

Vessel ASPHALT STAR Port PORTSMOUTH, NH Report  PLO6-074
Customer  SPRAGUE ENERGY Date February 9, 2006 Ref. No.
Operation ANALYS|S Terminal SPRAGUE GOSLING ROAD  Sample # 31407

Material being tested
Description of sample source
Samples Drawn by (company}
Samples Tested by (company)

#6 FUEL OIL{2.0%)

SHORE TANK 1
INSPECTORATE AMERICA
INSPECTORATE AMERICA

Sampile Result

Tests being Performed

Test method Minimum Maximum

AP} Gravity @60/F Calculated 10.1 10.4
Sulphur, Ywt Calculated 2.00 1.78
Viscosity, CST @ 50C Caicufated 415
Viscosity, SSF @ 122F Calculated 75 300 205
Water by Distiliation, Vol % D-95 1.0 0.10
Sediment by Extraction, Wt % D-473 9.1 0.04
Water & Sediment, Vol % D-1798 1.0 0.10
Flash Pt/F D-93B 150 214
Ash, %wt D-482 8.1 0.080
Vanadium, ppm IP-470 300 a7
Sodium, ppm 1P-470 60 7
Nitrogen, Wt % D-5762 0.55 {.3388
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